Antigo Construction Family of Companies
Completed Square Meters by Type of Breaking
1982 to 2023

Type Of Work Pavement Type Highways Airports City Streets Other Total
Break Concrete for Removal JRCP 39,943,483 5,784,029 4,874,325 6,147,303 56,749,140
JPCP 38,425,322 27,654,094 4,886,231 4,630,106 75,595,753
CRCP 14,103,226 822,397 314,710 1,536,352 16,776,685
Break Concrete for Removal Subtotal 92,472,031 34,260,520 10,075,266 12,313,761 149,121,577
Break Asphalt for Removal N/A 1,573,492 210,309 202,876 56,678 2,043,355
Break Asphalt for Removal Subtotal 1,573,492 210,309 202,876 56,678 2,043,355
Crack & Seat Concrete ALL 59,583,320 2,087,897 9,835,477 480,318 71,987,012
Break & Seat Concrete ALL 6,136,893 176,528 298,135 89,598 6,701,153
Crack/Break & Seat Concrete Subtotal 65,720,212 2,264,425 10,133,612 569,916 78,688,165
Rubblize Concrete JRCP 20,139,345 416,364 1,926,707 96,651 22,579,067
JPCP 16,356,869 4,226,584 1,192,800 328,735 22,104,987
CRCP 4,121,866 18,177 91,424 0 4,231,467
Rubblize Concrete Subtotal 40,618,080 4,661,125 3,210,931 425,386 48,915,521
Report Total 200,383,815 41,396,379 23,622,684 13,365,740 278,768,619
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